10361 Stress Strain Steel redos

Next, hold the specimen firmly and mark a gage length of approximately 2 inches (3.2.2).  

[bookmark: _GoBack]Make sure the gage length is clearly etched but with a shallow scratch so it does not become a stress concentration that can lead to fracture (3.2.3).


