Sharma 52284 redos (5)
2.5a Obtain a clean, flat, smooth, glass surface larger than the current collector sheet and lay it flat. (2:36, rewrite)

2.6a Obtain a hemisphere shaped puddle of the positive electrode slurry and place it on one end of the foil. (3:03, rewrite)  

2.6d Gently remove the foil from the glass surface and transfer it to the oven for drying overnight at elevated temperature.  (3:33, rewrite)

2.10b After laying it flat, obtain an aluminum rod or wire with a diameter of less than 2 mm and place it on the uncovered end of the collector. (6:26, rewrite)
  
4.2b  The observed reversible broadening indicates the potential of two-phase behavior and may also be indicative of reversible symmetry lowering. (9:56, rewrite)
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