Jung 52711 redos (3)
2.6b Then, grow graphene for 10 minutes with 40 sccm (just say sccm) of methane and 10 sccm of hydrogen.  (3:24)

3.7b For these steps, refer to accompanying text protocol. (6:16, new sentence)

4.1a Sputter the Au(111) sample for 5 min with an argon ion beam accelerated to 500 V. (6:22, rewrite)
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