Macpherson 53484 redos (5)
2.1  Typical examples include Freestanding; All-diamond substrates; and thin film supported on a non-diamond growth substrate.  The thin film substrate supported BDD should not be acid cleaned, to avoid disintegration.     (1:20, rewrite)

6.5a Using a potentiostat, record CVs in 1 milliMolar ruthenium hexaamine (pronounced as “roo-thee-nee-uh m  heksuh-meen) and 0.1 Molar potassium nitrate between positive 0.2 Volts and negative 0.8 Volts versus SCE.   (8:26)

7.2a This is the deposition potential, Edep, typically lying between approximately positive 0.6 Volts and positive 0.85 Volts.  (9:25, rewrite)

8.2 Apply a sufficiently negative current to the working electrode using a galvanostat such that the solution local to the electrode changes color from colorless to pink.  (10:39, rewrite)

8.3b  Apply a sufficiently positive current such that the solution local to the electrode changes color from yellow to red.  (10:55, rewrite)   
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