= [
o N
K<

—8—E85 + 6% H20

(o]

—4—E10 + 0.5% H20
—==E85 + Inhibitor

)]

E10 + Inhibitor

—X=— Corrosion rate in E85 + 6 % H20

N

X\X

Weight loss of steel (g:-m2)

N

\x

F

Ll

74

800 1000

(o))
o

(O
o

o
o
Corrosion rate (um-year-')

w
o

N
o

=
o



