Alexandra Bothwell								      December 5, 2019
Response to Reviewer Comments				    				   JoVE


[bookmark: _Hlk26385499]Dear Dr. Steindel and Reviewers,

	Thank you for taking the time to read and provide helpful feedback for the submission “Close-Space Sublimation-Deposited Ultra-Thin CdSeTe/CdTe Solar Cells for Enhanced Short-Circuit Current Density and Photoluminescence.” The comments have been addressed in the new manuscript submission using the track changes function in Microsoft Word and are outlined below.


Editorial Comments:

General:
1. The manuscript has been proofread thoroughly.
2. All commercial language has been removed from the manuscript (LabVIEW, Sharpie, and Kimwipe) and details have been provided in the Table of Materials and Reagents.

Protocol:
1. The highlighted sections have been updated such that only complete sentences are included.
2. Additional detail has been provided for protocol actions which required further explanation.

Figures:
1. The editorial policy of Cambridge University Press allows for the re-use of figures of authors referencing their own work. Specifics of this policy have been uploaded to the Editorial Manager account.

Table of Materials:
1. The Table of Materials has been updated to include all the materials used in the experiment presented in the manuscript.

Reviewer Comments:

Reviewer 1:

1. Dark J-V curves have been added to Figures 4 and 6.
2. [bookmark: _GoBack]“Material quality” in line 78 referred to the radiative efficiency and TRPL tail lifetimes and has been re-worded accordingly.
3. Some additional details have been provided regarding the target of the cleaning solution, however, the name of the cleaner cannot be provided in the manuscript as per JoVE protocol. The name and details are provided in the Table of Materials.

Reviewer 2:

1. Water cooling to the target is always on, and the authors recognize that the initial wording may have been misleading. The wording has been changed to “ensure that the target cooling water is on” for clarity.
2. The terminology “break in” has been removed and replaced with the correct wording, pre-sputtering.
3. The description of temperature set points for the top and bottom heaters in the two close-space sublimation systems has been clarified.

Thank you again for the helpful comments.

Sincerely,
Alexandra Bothwell

Alexandra Bothwell
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