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Degree of Polymerization (DP)

ACLSDGU=14.93 DP

(D)
Degree of Polymerization (D.P.)
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Degree of Polymerization (DP)

ACLTCA-CW=14.73 DP

(B)

Degree of Polymerization (D.P.)
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ACLTCA-HW=13.97 DP

(A)
Degree of Polymerization (D.P.)
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Degree of Polymerization (DP)

ACLKOH=12.64 DP

(C)
Degree of Polymerization (D.P.)


