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3.4.1: The particle size measurement is being initiated in the DLS software. 00:00-00:31
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3.5.1: The z-average, average PI, count rate per minute, zeta potential are sequentially selected. 00:00-00:18
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[bookmark: _GoBack]3.5.2: The quality of the correlation function displays a smooth sigmoidal curve is being shown. 00.00-00.11 


