· 65108_screenshot_1.mp4 
· 3.1.2 (The software being opened) 00:03-00:17 
· 3.2.1(The magnification 2.5x, and live mode Wide being selected) 00:55-01:00 
· 3.2.2 (Auto-intensity being selected, and magnification being set to 5x) 01:01-01:10 
· 3.2.3 (Auto-intensity being selected, and live mode set to Comp) 01:11-01:18 
· 3.2.4 (The area of interest being selected, Set first and Set last being clicked, and acquisition set to Normal) 01:19-00:37 
· 3.3.1 (The results being imported into a new document in the ConfoMap ST 8.0 software) 02:15-02:35 
· 3.3.2 (The parameters table being displayed, and the cursor points to the Ra value) 03:05-03:38 

· 65108_screenshot_2.mp4 
· 3.4.1 (The workpiece being observed with a fivefold mirror) 00:12-00:22 
· 3.4.2 (The field of vision being focused on a trabecula) 00:24-00:42

· 65108_screenshot_3.mp4 
· 3.4.3 (The Ra value of the workpiece before plasma polishing being pointed to by the cursor) 04:00-04:30 

