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Materials

Name Company Catalog Number Comments

Carbon UD fabrics Hexcel 48580

Flax UD fabrics Libeco FLAXDRY UD 180

n-Hexane Sigma Aldrich

Sulfochromic acid home made toxic and corrosive

Filter paper Dataphysic FP11

Tensiometer Dataphysic DCAT11
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